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Baby’s Dream Fumniture, Inc,
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3ucna Vista, GA 31803

SUMMARY: RESULTS:

Chemical Analysis:
Lead 16 CFR 1303 Sce page 2 for results.
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Chemical Analysis: Tolal Lead in Sample/Substrate/Composite

Procedurc: Analysis ol the sample/substrate/composite was performed by [nductively Coupled
Argon Plasma or Atumic Absorption Spectroscopy to determine total lead content.

Reguirement: There is currently no requirement for total lead content (calculated as lead metal)
in substrate/sample/composite, However, the 1otal lead content (calculated as lead metal) in
surfuce coating shall not exceed 600 ppm of the dried paint film as required by 16 CFR 1303,

Sample ID: Color Wood Samples

Sample Utilized: Coating Removed from Product

Conclusion: When tested as specified, the submitted sample does comply with 16 CFR 1303
requirements.




